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Test Report No.

2763919 Date : 6-Aug-2014

Client : The Siam Fibre-Cement Co.,Ltd.
1 Siam Cement Road, Bangsue Bangkok 10800 Thailand

The following sample(s) was/were submitted and identified by/on behalf of the client as:

Sample Description
Sample No.
Sample Condition
Quantity Submitted

Sample Receiving Date
Testing Period

Test Method

Test Results

: SCG Smart BOARD

1 2849873

: Sample is contained in a plastic bag.
: 1pc

5-Aug-2014
05-Aug-2014 to 06-Aug-2014

(1) Asbestos - EPA 600/R-93/116

Please refer to next page.

Signed for and on behalf of

SGS (Thailand) Limited

?" (.L!Mt T

Patcharee Treeporncharoen
Laboratory manager - Chemical
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TEST RESULTS

Asbhestos

Test Method : With reference to EPA 600/R-93/116 method. Analysis was performed by SM and PLM

Analysis - 7 7 Cias Nro. 7 7 Res;ﬁlt
Asbestos - .
- Anthophyllite R 77&36-67-5 . I Negative

- Actinolite 77536-66-4 Negative

- Amosite 7 ) 7121 72-73-5 Negativé

- Trem;alite 77536-68-6 Negative

- Chrysotiie - 12_061 -29-5 Nega;ti_ve e
-7Cr;cic;olite 12001-28-4 Negative

Remark :
(a) Negative = Undetectable / Positive = Detectable
(b) Result of cream smart board

This document Is Issued by the Company subject lo ils General Conditions of Service printed overleaf, available on request.

Aftention Is drawn to the limitation of liability, Indemnification and jurisdiction issues defined therein. Any holder of this document is advised that Information contained hereon reflects the Company’s findings
af the time of i{s intervention only and within the limits of Client’s instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to & transaction from
exercising all their rights and obligations under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration,
forgery or falsification of the confent or appearance of this document is unlawful and offenders may be prosecuted fo the fullest extent of the faw.”

Publish or advertisement of the result or this document is prohibiled, unless prior written approval of the Company.

Unless otherwise sfated the resulls shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 90 days only.”

WARNING: The sample(s) to which the findings recorded hereln (the "Findings”) refate was{were) drawn and / or provided by the Client or by a third party acting at the Client's direction. The Findings constitule
no warranly of the sample’s representativeness of any goods and strictly relate {o the sample(s). The Company accepls no liability with regard to the origin or source from which the sample(s) is/are said to be
extracted.

SGS (Thailand) Limited | Laboratory Services 41/23 Soi Rama Il 59 Rama Il Road Chongnonsee Yannawa Bangkok 10120
t +66 (0)2683 0541 234 74 85-90 f +65 (0)2 294 74 84 BEU_7 58_ WWW.Sg8.CoM

Member of the SGS Group



2465632

Test Report No. 2763919 Date : 6-Aug-2014

Analysis flow chart for determination of Asbestos

Sampling

Transportation and Storage

Preparation of primary analytical sample

SM Examination by sterecmicroscope method

PLM Asbestos identification by dispersion staining
polarization light microscopy

Continue when problems are encountered with PLM
and/or for quality assurance purposes

Interference matrix removal

e e +
Asbestos identlfication by dispersion Asbestos idlntification by
staining polarization light microscopy X-ray diffraction method
Asbestos flber is present Asbestos flber is absent
Containing Albestos/Positive Not containing|Asbestos/Negative
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SAMPLE/ATTACHMENT PICTURE
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End of Report e *
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